
/ 
/ , 

/ 1 ) '  

t 

L 

FLNAL FLEPORT 

To 

NATIONAL AERONAUTICS AND 
SPACE ADPEJIINISTRATION 

ON 

EFFECT OF WATER PROPERTIES 
I N  THIXOTROPIC CLAY SYSTEbE 

ON BIOLOGICAL ACTIVITY 

( C o n t r a c t  N o .  NGR 15-0O'j'-004) 

Submitted by 

GPO PRICE $- 
D r .  Philip F. LOW 

CFSTI pRICE(S) s- D e p a r t m e n t  of A g r o n o m y  
Purdue U n i v e r s i t y  

West Lafayette, Indiana '7.- c;l d 
b Y  a, 1968) Hard COPY (HC) 

f f  653 July 65 



-1- 

The research conducted on the  present pro jec t  was designed t o  t e s t  

the hypothesis that b io logica l  a c t i v i t y  i n  a clay-water system i s  d i f f e ren t  

when the  system i s  i n  the  sol state  than when it i s  i n  the  g e l  s t a t e .  This 

hypotheses was based on observations by Droste-Hansen suggesting t h a t  subt le  

changes i n  water s t ruc tu re  a f f e c t  biological  a c t i v i t y  and on o m  own obser- 

vations ind ica t ing  t h a t  the  s t ructure  of water i n  a clay-water system changes 

during the sol-gel  transformation. 

Our i n i t i a l  e f fo r t s  were directed toward inves t iga t ing  fbr ther  the pro- 

pe r t i e s  of water i n  clay-water systems. It was found t h a t  the  spec i f i c  heat 

content of the  water depends on the c lay  content of t he  system. 

t h i s  i s  because the s t ruc tu re  of  the water changes as  the  proximity and 

arrangement of the  p a r t i c l e s  change. 

duces a corresponding change i n  the amount of heat  consumed i n  order - d i s -  

order t r ans i t i ons .  It was a lso  found t h a t  the heat  of compression of water 

i n  a c lay  system i s  d i f f e ren t  than t h a t  of an equal quantity of  pure water. 

This difference i s  presumed t o  be the r e s u l t  of t he  afore-mentioned s t ruc-  

t u r a l  a l t e r a t i o n  i n  the  water near the mineral surfaces .  

Evidently, 

Any change i n  water s t ruc tu re  p ro - - .  

The r e l a t i v e  p a r t i a l  molar f ree  energies of NaCl and water i n  the 

systems of i n t e r e s t  were found t o  change u i t h  c lay content. Crucial  c lay 

contents a t  which abrupt changes occurred were 0.5 percent and 4 percent by 

weight. 

it was ident i f ied  by measurements o f  o p t i c a l  density.  

content i s  the  one a t  which rapid gelation occurs; it vas iden t i f i ed  by 

measurements of viscosi ty .  

The former c lay  content i s  the one a t  which slow gelat ion begins; 

The l a t t e r  c lay 
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Turning our a t ten t ion  t o  tes t ing the hypothesis on which the project  

was based, we placed le t tuce  seeds, which a r e  known t o  be sensi t ive t o  the 

tension ( r e l a t i v e  p a r t i a l  molar free  energy) of water, on the  smooth sur- 

faces of two clay-water systems. 

dishes through an 18-gauge hypodermic needle so tha t ,  i n i t i a l l y ,  the 

pa r t i c l e s  within them vere i n  para l le l  arrangement. However, subsequently, 

the p e t r i  dish containing one o f  them vas rapped on the  laboratory bench. 

Thus the  pa r t i c l e s  i n  it were disarranged. 

l e t tuce  seeds geminated f a s t e r  on the disturbed system. 

system was regarded as being i n  the g e l  s t a t e ,  whereas, the disturbed 

system was regarded as being i n  the sol s t a t e .  Hence, the r e su l t s  supported 

the hypothesis. 

Bcth systems had been extruded i n t o  p e t r i  

The r e su l t s  were t h a t  the  

The undisturbed 

The r e su l t s  summarized i n  the  preceeding paragraphs were presented i n  

greater  d e t a i l  i n  e a r l i e r  reports .  However, those t h a t  follow have not 

been presented before. Therefore, they will be discussed a t  greater  length. 

In  an e f f o r t  t o  invest igate  further the properties of water i n  clay- 

!rater systems, the heats of gelation of suspensions containing 3,  4 and 6 

percent Na-Vyoming bentonite were measured i n  a Calvet d i f f e r e n t i a l  micro- 

calorimeter. It vas thought t ha t ,  possibly, the  s t ruc tu ra l  reorganization 

of t he  water during gelation might contribute t o  the  heat of gelation. 

However no heat of gelation vas detectable regardless of whether the sus- 

pension vas disturbed by rapping or s t i r r i n g  with a spatula.  Hence, any 

heat exchanges involved i n  the gelation process must be extremely small. 

It i s  lmom. t h a t  l i g h t  scattering and absorption by col loidal  pa r t i c l e s  

a r e  dependent on the  s i z e  of the  par t ic les .  Therefore, i n  order t o  ascer ta in  
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clay a t  which the individual  p a r t i c l e s  began t o  form 

study of  suspensions of Na/Al-and Na-Wyoming bentonite 

was undertaken. F i r s t ,  using a Beckman DK-2 spectrophotometer, op t i ca l  

dens i t ies  of suspensions a t  two cia:- concentrations vere dPtarmined a t  

d i f f e ren t  wavelengths. The r e su l t s  a r e  shown i n  Figures 1 and 2. I n  these 

and subsequent f igares  , Na/Al-clay r e fe r s  t o  Na-Vyoming bentonite containing 

a s-mll amount of  hydrous aluminum oxide impurity; Na-clay r e fe r s  t o  

Na-Wyoming bentonite vi thout  t h i s  impurity. Then the  op t i ca l  dens i t ies  of 

suspensions a t  d i f f e ren t  c lay concentrations were determined a t  a wav2length 

of TOO mp. The r e s u l t s  are shown i n  Figure 3. 

c lay p a r t i c l e s  i s  small i n  the  v i s ib l e  range, and s ince l i g h t  s ca t t e r ing  

increases  with p a r t i c l e  s i z e ,  t he  r e su l t s  i n  these figure5 ind ica te  t h a t  

the hydrous oxide impurity increased t h e  s i z e  of the sca t t z r ing  un i t s .  

Further, i n  Mgure 3, t he  p lo t  for the  N a / A l  c lay seem t o  curve over i t s  

e n t i r e  length, whereas, the  p lo t  fo r  the Na-clay i s  a s t r a i g h t  l i n e  up t o  

a c l ay  concentration of about 0.25 percent and then curves thereaf te r .  A 

reasonable in t e rp re t a t ion  i s  t h a t  clay p a r t i c l e s  c lustered together a t  a l l  

concentrations i n  the  Na /Al  c lay  but  d id  not begin t o  c lus t e r  wtil a c lay  

concentration of 0.25 percent was reached i n  the  Na-clay. 

s tud ies  reported e a r l i e r  support t h i s  in te rpre ta t ion .  

Since l ight  absorption by 

The v iscos i ty  

If the s t ruc ture  of the water associated wi th  p a r t i c l e  surfaces changes 

with p a r t i c l e  arrangement, there  should be a corresponding change i n  the  

densi ty  of the water. Hence, the  densi t ies  of droplets  of suspensions 

having d i f fe ren t  measured clay concentrations were determined i n  densi ty  

gradient tubes i n  a water ba th  a t  25OC. These tubes were prepared by 
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f i l l i n g  glass  cylinders with a mixture of xylene and bromobenzene i n  con- 

s t a n t l y  varying proportions. They were water-saturated with KBr solut ion 

and ca l ibra ted  with droplets  of KC1 solut ions of ImoTrn density.  The r e s u l t s  

a r e  shown i n  figure 4. 

T o  obtain the  apparent density o f  the  clay and, from t h i s ,  an idea of 

how t h e  clay a f f ec t s  the densi ty  of the adjacent water, the r e s u l t s  i n  

Figure k were u t i l i z e d  i n  the  follorring equation: 

rrhere p 

volume, v i s  the  spec i f i c  volume of t h e  suspension, v 

volume of pure water and x and x a r e  t h e  gram f rac t ions  of water and 

c lay  i n  suspension, respect ively.  The r e su l t i ng  curves of apparent densi ty  

versus c lay  concentration are shom i n  Figure 5 .  Now, Na-Wyoming bentonite 

i s  the  apparent densi ty  of the  clay,  vc i s  i t s  apparent spec i f i c  
C 

0 i s  the spec i f i c  
W 

w C 

has a known density of 2.8 gm. per CM 3 . The Na/Al c lay  would have essen- 

t i a l l y  the  same densi ty  because the hydrous aluminum oxide impurity should 

have a density comparable t o  t h a t  o f  t he  c lay  i t s e l f  and, i n  addition, 

t h i s  impurity i s  present i n  a very small amount. Previous experiments 

have shown t h a t  there  a re  approximately 0.3 mill iequivalents of  A1 4-3 , 

which would produce 0.0078 gm. of A1(OH)3, per gm. of clay.  

evident t h a t  the  low values of the apparent densj-ties reported i n  these 

f igures  must be due t o  a decrec?sed densi ty  of the  water associated with 

the  pa r t i c l e s .  

p a r t i c l e s  of Na/Al-clay must be less  dense than t h a t  surrounding the  

p a r t i e l e s  of Na-clay. This is  consistent v i t h  e a r l i e r  observations 

Hence it is 

Further, it i s  evident t h a t  t he  water surrounding the  
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showing t h a t  the former c lay  has a grea ter  e f f e c t  on the v ic ina l  water. 

Final ly ,  a'c'cention i s  cal led t o  the f a c t  t h a t  the apparent densi ty  of the 

Na/A1 c lay  increases almost l i nea r ly  with c lay  concentration, whereas, 

t h a t  of the  Na-clay increases f a s t e r  with c lay  concentration below a con- 

centrat ion of 0.25 percent than it  does above. Recall t h a t  t h i s  concentra- 

t i o n  is  the one a t  which cluster ing of  the  p a r t i c l e s  of Na-clay began. 

Evidently, therefore ,  p a r t i c l e  arrangement a f f ec t s  the  s t ruc tu re  of the  

associated irater. 

To t e s t  the  e f f ec t  of the sol-gel  t ransfornat ion on microbial ac t iv i ty ,  

a cu l ture  of  -I-I---"- Streptococcus faecal is  (ATCC #8043) was obtained from American 

Type Culture Collection. This organism vas chosen because it i s  anaerobic 

t o  microaerophilic, non-gas forming, t o l e ran t  t o  heat and cold and i s  

insens i t ive  t o  most concentrations of NaCl. Several chemical media a t  

d i f f e ren t  concentrations i n  c lay  suspensions were t e s t ed  as subs t ra tes  and 

the one t h a t  gave maximum grovth and, a t  the same time, in te r fe r red  l e a s t  

with the  physico-chemical properties of the  clay,  vas: 0.1% glucose, 0.1% 

casamino acid,  0.01% yeast ex t rac t  and O.Ol$ arginine.  A stock solut ion 

a t  ten-times the  concentration indicated above vas autoclaved and stored 

under an t i s ep t i c  conditions. One m l .  of t h i s  stock solut ion was mixed with 

9 ml. of t h e  clay suspension t o  produce 10 m l .  of f i n a l  suspension a t  the 

desired c lay  concentration. 

"he v i scos i t i e s  of suspensions prepared as  described above, and pre- 

pared without added chemical media, were measured with a Fann viscometer 

using the R1-B1 rotor-bob combination. Clay concentrations vere 0.1, 0.5, 

1.0, 2.0 and 3.0 percent by weight i n  the  d i f f e ren t  suspensions. TJo 
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No differences i n  viscosi ty  could be detected between suspensions rrith and 

vithout added nutr ient  medium. Further, x-ray and infra-red analysis of 

the clay i n  the presence and absence of  the nutr ient  medium indicated 

t h a t  no adsorption of the medium by ;he clay occurred, i . e . ,  the respective 

pat terns  vere the  same. Hence, it vas concluded t h a t  the nutr ient  medium 

did not i n t e r f e r e  with the physico-chemical properties o f  the clay. 

To prepare -the b a c t e r i a l  c e l l s  for innoculation, t he  lyophylized 

cul ture  received from A . T . C . C .  vas mixed with 2 ml of tomatoe-juice broth 

and incubated a t  37OC.  

tomatoe-juice agar, incubated again a t  37 C .  for 24 hours and kept there- 

a f t e r  a t  O°C. 

tomtoe-juice agar. 

loopfuls of t he  cul ture  were transferred t o  10 ml. o f  tomtoe-juice broth 

and incubated a t  37OC.  f o r  24 hours. 

broth was stored i n  the refr igerator  for one or two days, i .e . ,  u n t i l  the 

suspension vas t o  be innoculated. Then 0.5 ml of the broth was mixed 

with 10 ml of the  clay suspension containing the nut r ien t  medium. 

After 48 hours, the c e l l s  were t ransferred t o  
0 

The resu l t ing  culture was t ransferred every week t o  f resh 

Two t o  three days before the  c e l l s  Irere used, tvo 

Following t h i s ,  the innoculated 
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Suspensions of Na-Wyoming bentonite containing the  nut r ien t  medium 

were prepared i n  p a i r s  a t  d i f fe ren t  times. The c lay  concentrations of the  

respective pa i r s  were: 

2$ versus 5$> and 3$ versus 5%. 

innoculated simultaneously. Immediately thereaf te r ,  they were in jec ted  

through SO-gauge hypodermic needles i n t o  separate  c e l l s  of the d i f f e r e n t i a l  

Calvet microcalorimeter. When placed i n  the calorimeter,  these c e l l s  were 

connected e l e c t r i c a l l y  so t h a t  the  s ignals  they produced were i n  opposition. 

Therefore, the  r e su l t i ng  thermogram represented the difference i n  heat 

produced within the samples. 

0.5% versus 1.05, 0.5% versus z$, I$ versus 3$, 

Both suspensions i n  a given p a i r  were 

The r e su l t s  a r e  reported i n  Table 1. 

Table 1. Differences i n  heat produced by Streptococcus - faeca l i s  i n  suspensions 

of Na- and Na/Al-bentonite a t  d i f f e ren t  concentrations. 

Clay concentration 

Sample 1 

(percent) 

Na -clay : 

0.5 

0.5 

1.0 

3 * O  

4 .O 

4 .O 

;ample 2 

pe rcmt )  

1.0 

2.0 

3.0 

6.0 

6.0 

6.0 

Na /A1 - c l a y  : 

3.0 1 6.0 
I 

Vlximm displacement 

on recorder chart* 

( sca le  divis ions)  

0 

0 

0 

18 

6 

9 

24 

Duration of 

d i f f e r e n t i a l  

heat production 

(hours ) 

0 

0 

0 

14 

20 

1 5  

20 

* Chart span = 100 scale  divisions on 30 pv range. 

Difference i n  

heat produced # 

( ca lo r i e s )  

0 

0 

0 

0.41 

0.18 

0.19 

0.72 

# Heat produced i n  sample 1 minus heat produced i n  sample 2. 
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Three observations a re  of special  i n t e r e s t  i n  t h i s  table .  The f i r s t  

i s  t h a t  there  was no difference i n  heat production between the sainples i n  

a p a i r  u n t i l  t'ne clay concentration of the inore concentrated one reached 6 

percent. A Na-clay suspension gels  a t  about 4 percent. Therefore, there  

vas no difference i n  heat production unless the sauples coaprising t he  p a i r  

were i n  d i f fe ren t  s'iates, i . e . ,  one vas i n  tkc s o l  s t a t e  winereas the other 

was i n  the g e l  s t a t e .  The second 03servation i s  'Ghat the bacter ia  produced 

more heat  i n  the sol than i n  the ge l e  The t h i r d  observation i s  t h a t  there  
I 

vas a grzz5eer difference i n  heat prsduction betireen samples of Na/Al-clay 

than between corresponding samples o f  Ma-clay. Mow, as  mentioned e a r l i e r ,  

the  properties of the Trater i n  a clay sol have been sholm t o  be d i f fe ren t  

than those i n  a clay ge l .  

l a t t e r .  

Na/Al-clay. 

clay. Therefore, these obacrvations a r e  ir, harmony with our hypothesis. 

I n  par t icular ,  the water tension i s  higher i n  the  

And the water properties are not affected a s  nruch by Na-clay as by 

As  regards the  water tension, it ?'s  much higher i n  the  Na/Al-  

I n  another experiment, 1 0 - m l  samples of clay suspension containing 

about 4 percent c lay and the nutrient medium were prepared i n  duplicate 

and innoculated s imltaneously with t \e bacterium. 

they vere injected throurl;h a 20-gaugz hypodermic needle i n t o  separate c e l l s  

of t h e  d i f f e r e n t i a l  Gal-ret microcalorimeter. During in jec t ion  one of t he  

c e l l s  vas disturbed intcrmit tant ly  by rapping ?'.t on the laboratory bench. 

The othcr  VES le?, undisturbzd- A s  before,  the ce l l a  were connected elec- 

t r i c a l l y  within the cel.or3meter sc' t h z t  only the difference i n  heat produced 

i n  t h e  tTTo samples was recorded. 

procedure i s  i l l u s  h a t e d  i n  Ffgure 6. 

Immediately afterwards 

A typic91 thermogram resu l t ing  from t h i s  

Another themogram, produced by 
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placing 10 r n l  of t he  innoculated nutrient medium i n  one c e l l  and the  same 

quantity of d i s t i l l e d  water i n  t h e  o thw,  i s  shorn i n  Figure 7,  

i s  included t o  i l l u s t r a t e  character is t ic  themogenesis by the organism 

i t s e l f .  E,qerimental r e s u l t s  f o r  dS f f e ren t  pa i r s  of suspensions a r e  shown 

i n  Table 2. I n  a l l ,  about 10 pairs  of samples were investigated,  but i n t e -  

grat ion of the area under the theriiogram ( t o  obtain the difference i n  heat 

The l a t t e r  

production) vas not accomplished i n  a l l  cases. Therefore, not a l l  t he  

r e s u l t s  a r e  reported here. Nevertheless, i n  every case, t h e  heat produced 

i n  t h e  disturbed sample exceeded that i n  the undisturbed one. 

Table 2. Differences i n  heat produced by Streptococcus f aeca l i s  i n  disturbed -.--- -.-*- - 
and undisturbed suspensions of Na- and Na/Al-bentonite a t  a con- 

centration of 4 percent. 

Clay type 

Na-bentonite 

Na/Al-bentonite 

-~ 

Maximum displacement 

on recorder chart * 

( sca l e  divisions) 

1 5  

11 

13 

14 

14 

~ -~ - ___ 

Duration of 

d i f f e r e n t i a l  

heat production 

( hours ) 

15 

20 

4 

6 

14 

* Chart span = 100 scale  divisions on 30 pv range. 

-.-. - 
Difference i n  

heat produced # 

( calor ies  ) 

0.34 

0.32 

0.08 

0.09 

0.25 

# Heat produced i n  disturbed sample minus heat produced i n  undisturbed sample. 
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A disturbance of a thixotropic c lay ge l  converts it, o r  p a r t i a l l y  

converts it, depending on the clay concentration, t o  a clay sol. I n  the  

present e,qeriments, tine conversion vas e s sen t i a l ly  conplete fo r  the  Na-  

c lay because suspensions of t h i s  clay undergo rapid gelation a t  c lay con- 

centrations above 1~ percent but r emin  sols f o r  long periods of time a t  

lower concentrations. I n  other words, the  concentration of the  Na-clay 

suspension was optimum for a disturbance t o  e f f e c t  the  gel-sol  t rans i t ion .  

On the  other hand, the  conversion o f  t he  Na/Al-clay ge l  t o  a sol must have 

been incomplete. However, i n  both systems, a disturbance increased the  

microbial ac t iv i ty ,  as indicated by themogenesis.  Aaong other e f fec ts ,  

a disturbance reduces the  water tension. Here again, the evidence supports 

the  hypothesis. 

I n  s u m r y ,  t h i s  study vas undertaken t o  study the properties of water 

i n  c lay  systems and t o  determine how a change i n  these properties,  occasioned 

by a disturbance t h a t  rearranges the par t ic les ,  a f f ec t s  biological  a c t i v i t y .  

The r e s u l t s  shomd t h a t  the properties of  water near the  surfaces of c lay 

p a r t i c l e s  are d i f f e ren t  than those of b u l k  water. Also, t he  r e su l t s  showed 

t h a t  p a r t i c l e  arrangement influences these proper t ies .  And, i n  keeping 

with the  hypothesis t h a t  the  properties of va t e r  i n  clay systems a f f e c t  

b io logica l  ac t iv i ty ,  it was found tha t  the germination of l e t tuce  seeds 

and the  themogenesis of bacter ie  i n  these systems a re  affected by a d is -  

turbance t h a t  a l t e r s  t he  properties of the  water. 
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WAVELENGTH (A, mp) 
Mg. 1. The optical densities of Na/A)- and Na-clay at wavelengths in the range 

of 220 to 305 mp. 
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Fig. 2. The optical densities of Na/Al- and ma-clay at wavelengths in the range 
of 325 to 750 mp. 
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Fig. 3 .  The opt ica l  densi t ies  of Na r Al- and Na-clay at d i f f e ren t  
c lay concentrations (wavelength = 700 mp ). 
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